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   Date
                Treatment Action
1/11/91
Demineralized H20 & brush.



EtOH rinse.



Mechanical cleaning - steel instruments - completely



undifferientiated corrosion products.  Same size as



the 3-cent piece.

2/19/92
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2/24/92
Mechanical cleaning - steel blade - after considerable



removal of extensive corrosion layers a white metal core



is revealed which exhibits some slight hint of relief.



There is a suggestion of the U.S. crest on one side



and the profile of the Indian Head w/feather headdress



on the obverse.  To see this relief it was necessary to



remove all the CuCO3.



Schwarz, p. 159, illustrates a Cu/Nickel Indian Head  

          Cent dated 1863.
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Obverse

