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   Date
                Treatment Action
3/23/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

4/22/92
Removed corrosion layers mechanically - the clump



of corrosion layers separated at an interface between



the Cu and the gold.



Examination -- magnification 10x - Cu alloy ring has



completely mineralized cathodically protecting the



gold liner.



Gold liner cleaned w/Acetone/swab.



Repackage/ziplock.

5/3/92
PHOTO KPA-40 Color Slide Film  AFTER TREATMENT



