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   Date
                Treatment Action
4/3/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

1) & 2)

5/13/92
Remove from clay/soil block w/forceps. Clean with



swab/EtOH.



Examination -- magnification 30x -- Core of white



metal covered w/sheet gold.  White metal sacrificed,



migrated out into soil block and onto surface of gold.



White metal core completely powder on one earring.



After removing loose white metal corrosion products



from exterior surface of gold = some white metal



redeposited on gold.

7/1/92
Materials testing - tried dilute HCl to remove the



redeposited white metal = positive.



HCl 10%/H20 and Cabosil slurry applied as a poultice.

7/6/92
Removed poultice, Demineralized H20 soak.



Acetone rinse.  Air dry/screen.

3)

5/13/92
Supported soil blocks containing textile w/nylon screen.



Demineralized H20 soak w/3% Orvus.



Mechanical clean and wash in DI H20/Orvus, reversing



sandwich several times.



Demineralized H20 rinse for 30 minutes.



Immerse in 10% Glycerin/.05% Ethulose 400.

5/27/92
Remove from Glycerin/Ethulose soak.



H20 rinse.



Demineralized H20 rinse.  Remove further clay imbedded in 

weave by running DI H20 and agitating while still on 

screen support.



Dry flat under weights - sandwich = ethafoam/kimwipe/



textile/kimwipe/ethafoam/masonite/weights.

All
7/21/92  PHOTO EC-100 Color Slide Film  AFTER TREATMENT

