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   Date
                Treatment Action
7/9/92
Examination -- magnification.



Mechanical cleaning - wooden instruments - outer layer



of corrosion nodule.



Examination -- microscopic 20x -- traces of cuprite 



layer in disturbed area.  Remainer of surface has 



Cu alloy corrosion layer but much more dense and



uniform.

7/13/92
Hot wash - NEGATIVE Ag chlorides test.



Acetone rinse.



Air dry/screen.

7/14/92
Incralac 6.5%/Toluene solution vacuum impregnation at



20 psi.



Air dry/blower.



Repackage/ziplock.

