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   Date
                Treatment Action
1)   2/19/92
PHOTO KPA-40 Color Slide Film BEFORE TREATMENT

     2/24/92
Examination -- visual -- both Fe and Cu corrosion 




products.




EtOH rinse.




Demineralized H20 & brush - both sides with nylon




screen support.  EtOH rinse.

Cu Button - Mechanical cleaning - lightly w/scalpel.




EtOH rinse.  Slow dry, flat between two sheets of




polyethylene.

     5/19/92
Oxalic 10% for 1/2 hour.




Demineralized H20 rinse for 1/2/ hour.




Acetone rinse.  Mechanical cleaning - removed




soil w/swab and probe.


5/21/92
Hot wash - NEGATIVE Ag chlorides test.




Acetone rinse.


5/27/92
Mechanical cleaning - glass bristle brush.




B-72 10%/Acetone solution brush coat on




button only.




Repackage/ziplock.

2)   2/19/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

     2/24/92
Same as above.


5/19/92
Same as above.




Demineralized H20 rinse for 1/2 hour.




Acetone rinse.




Mechanical cleaning - removed soil w/swab/probe.


5/21/92
Hot wash - NEGATIVE Ag chlorides test.




Acetone rinse.




Repackage/ziplock.

