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   Date
                Treatment Action
ALL
8/5/92
Examination -- visual -- very slow dry, since




receipt in the lab in March.




Mechanical cleaning - removed mineralized Cu Alloy frags and cleaned w/acetone.  Removed one complete molar (enamel only) which was still damp.

1) & 2)


8/5/92
Air dry/screen.




Repackage/ziplock.

3)
8/5/92
Incralac 6.5%/Toluene solution - immerse.




Air dry/screen.




Repackage/ziplock.

4)
8/5/92
EtOH & brush.




Air dry/screen - one small crack.




Microcrystalline wax impregnation at 200( F - 350( 


Polish by hand w/swab/kimwipe.




Repackage/ziplock.

