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2/24/92
Examination -- magnification -- appears to be a strap or



band with a Cu Alloy button/Fe core.



Demineralized H20 rinse while supported on nylon screen.



Demineralized H20 & brush, unfolded and reversed to



additional screen - Demineralized H20 rinse.



Dry flat between polyethylene sheets - no weights.



Results of above not too satisfactory - Fe corrosion



products still obscuring the detail of both textile and



button.

5/19/92
Oxalic 10% for 1/2 hour.



Demineralized H20 rinse for 1/2 hour.



Acetone rinse.



Mechanical cleaning - swab, probe.

5/21/92
Hot wash - negative Ag chlorides test.



Acetone rinse.

5/27/92
Mechanical cleaning - glass bristle brush.



Incralac 6.5%/Toluene solution - 2 brush coats - very



dilute.  Air dry/screen.



Repackage/ziplock.

