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   Date
                Treatment Action
3/23/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

5/13/92
Oxalic 10% for 1/2 hour.



Demineralized H20 rinse for 1/2 hour.



Mechanical cleaning - revealed Ag? layer over Fe core.

7/7/92
Further Mechanical cleaning - steel instruments - to



remove black layer.  White metal layer uncovered.



Materials testing - spot test - HNO3/Potassium Cromate =



NEGATIVE, apparently not silver.

7/9/92
Repair w/B-72/Toluene solution - small sliver from rim.



Repackage/ziplock.

