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   Date
                Treatment Action
1) 2/19/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT




Mechanical cleaning - steel instruments/ring.




Acetone rinse.




Hot wash - negative Ag chlorides test.




Acetone rinse.

   2/24/92
Incralac 6.5%/Toluene solution vacuum impregnation 


at 20 psi for 24 hrs.

   2/26/93
Air dry/blower.




Repackage/ziplock.

   5/3/92

PHOTO KPA-40 Color Slide Film  AFTER TREATMENT




Both #1 and #2 in same frame.

2) 2/19/92
Demineralized H20 & brush.




Air dry/screen.

   2/26/92
Repackage/ziplock.

