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3/23/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

4/22/92
Examination -- visual.



Mechanical cleaning - steel instruments - dental tool.



Examination -- magnification 10x -- Porus pustule type



expanded Fe corrosion products on rear.  Dense crust on top surface which is expanded, but maintains original shape - dark red/brown to black, slightly wrinkled in appearance.  May be leather inlay.



Mechanical cleaning - glass bristle brush - glints of brass showing along rolled rim.

7/9/92
Examination -- microscopic 10x -- Structure of inlay



suggests that it may be bone or leather which has been mineralized w/FeO3.  There is still a layer of FeO3 over all the surfaces.



Oxalic 10% for 1 hour.



Mechanical cleaning while rinsing w/demineralized H20.



Acetone rinse.



Air dry/blower.

8/5/92
Incralac 6.5%/Toluene solution vacuum impregnation at



20 psi for 1/2 hour.  Air dry/blower.



Repair w/B-72/Toluene solution plus fumed silica 

w/pigments.



Repackage/ziplock.

8/11/92
PHOTO KPA-40 Color Slide Film  AFTER TREATMENT

