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   Date
                Treatment Action
5/3/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

5/21/92
Examination -- magnification -- attempt to distinguish



between jet and horn.



Materials testing - burned small section of separate



tooth = asphalt smell, burn strongly and melt into



a black, shiny, blob.

5/21/92
Mechanical cleaning plus.  Oxalic 10% for 1/2 hour



Demineralized H20 rinse for 10 minutes.



Acetone rinse (metal section).



Air dry/screen.

5/26/92
Mechanical cleaning plus Oxalic 10% w/swab.



Demineralized H20 rinse.



Repackage/ziplock.

7/20/92
PHOTO EC-100 Color Slide Film  AFTER TREATMENT

