
Virginia Department of Historical ResourcesPRIVATE 


Conservation Laboratory


T - R - E - A - T - M - E - N - T    R - E - C - O - R - D
                                                                                                                          LAB # 90
   Date
                Treatment Action
3/4/92
Examination -- magnification.



Mechanical cleaning - steel instruments.

3/5/92
Mechanical cleaning - glass bristle brush - results =



uniform on front side.  Rear = there is a thin, dense



layer of CuCO3 which reflects the relief very well,



but there is also an interface between this layer



and the cuprite below.  The relief layer can be



lifted off if chipping or leverage is used.



"Best Quality" revealed.

3/6/92
Acetone rinse.



Hot wash - negative Ag chlorides test.



Acetone rinse.



Air dry/blower.



3% Benzotriazole/EtoH @ -20", 24 hr exposure.



3/10/92
Air dry/blower.



Incralac 6.5%/Toluene solution - 2 brush coats.



Air dry/blower.

5/3/92
PHOTO KPA-40 Color Slide Film  AFTER TREATMENT

