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   Date
                Treatment Action
3/20/92
Examination -- magnification.



Mechanical cleaning - steel instruments - lifted away



the CuCO3 layer from the interior.  This reveals a thin



sheet of Gold on the interior only.  The exterior is



covered with thick, expanded Cu corrosion products. 



There may be Silver at the interface.  Completely 



mineralized.



Acetone rinse2



NO FURTHER TREATMENT

7/14/92
Repackage/ziplock.

