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   Date
                Treatment Action
4/3/92
PHOTO KPA-40 Color Slide Film  BEFORE TREATMENT

6/23/92
Examination -- visual.



Demineralized H20 soak to separate drom clay --



the fibers float around and dissassociate.

7/7/92
Glycerin 10%/Ethulose .05% soak while supported



on nylon screen.



Considerable agitation with Demineralized H20 rinse,



followed by Demineralized H20 rinse for 10 minutes.

7/14/92
H20 rinse/warm.



Demineralized H20 rinse/room temperature.



Dry weighted between ethafoam/kimwipe sandwich.

7/21/92
Repackage/ziplock.

7/28/92
PHOTO KPA-40 Color Slide Film  AFTER TREATMENT.

